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First-principles calculations are applied for investigating influence of electron donating abil-
ity of donor groups in eight thermally activated delayed fluorescence (TADF) molecules on
their geometrical structures and transition properties as well as reverse intersystem cross-
ing (RISC) processes. Results show that the diphenylamine substitution in the donor part
can slightly change the bond angle but decrease bond length between donor and acceptor
unit except for the lowest triplet state (T;) of carbazole-xanthone molecule. As the electron
donating ability of donor groups is increased, the overlap between the highest occupied molec-
ular orbital (HOMO) and the lowest unoccupied molecular orbital (LUMO) is decreased. As
the diphenylamine groups are added in donor part, the delocalization of HOMO is enlarged,
which brings a decreased energy gap (AFEs,.1,) between the lowest singlet excited state (Sy)
and T; state. Furthermore, with the calculated spin-orbit coupling coefficient (Hy,), one
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all investigated molecules are promising candidates as TADF molecules. Overall, a wise
molecular design strategy for TADF molecules, in which a small AFEg 1, can be achieved

by enlarging the delocalization of frontier molecular orbitals with large separation between
HOMO and LUMO, is proposed.

finds that the larger value of is, the faster of RISC is. The results show that

Key words: Thermally activated delayed fluorescence, Donating ability, Reverse intersys-

tem crossing, Spin-orbit coupling

I. INTRODUCTION

Since the milestone work of Tang et al. in 1987, or-
ganic light-emitting diodes (OLEDs) have attracted ex-
tensive attentions because of their potential application
in flat-panel display and solid-state lighting [1—3]. In
OLEDs, the singlet to triplet exciton formation ratio
is 1:3 due to the spin statistics. For normal fluores-
cence emitters, radiative decay of the triplet excitons
that account for 75% is spin forbidden and only the
singlet excitons (25%) can be used for light emitting.
To realize the goal of fully harvesting the triplet exci-
tons, phosphorescent materials are developed and have
achieved great success [4—7]. However, the phosphores-
cent materials are limited to Ir and Pt complexes, thus
both fluorescence and phosphorescence OLEDs have ad-
vantages and disadvantages. Recently, Adachi et al.
successfully achieved 100% internal quantum efficiency
(IQE) by the use of pure organic thermally activated
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delayed fluorescence (TADF) OLEDs [8—12]. For ef-
fective TADF-OLEDs, a small energy gap (AEg,.T,)
between the lowest singlet excited state (S;) and low-
est triplet excited state (T;) is expected, which can
be achieved by decreasing the overlap between high-
est occupied molecular orbital (HOMO) and lowest un-
occupied molecular orbital (LUMO). According to the
—AFEg, T,
kT
the Boltzmann constant and T is temperature, a small
AFEg, 7, can facilitate the reverse intersystem crossing
(RISC) process [13]. For improving utilization of exci-
tons, one effective way is to convert triplet excitons into
singlet excitons through a rapid RISC process [14—16].
Moreover, the spin-orbit coupling coefficient Hg, be-
tween S; and T; is also a key factor that influences
the conversion rate, so two important factors Hy, and
AFEg, 1, should be determined for realizing high effi-
cient RISC process.

1
equation K Rlscz3exp< > , where kg denotes

As we know, molecular structures determine their
photophysical properties. In order to illustrate the
influence of modification in donor groups of TADF
molecules on their transition properties, AFg, r,, ISC
and RISC rates, here we adopt the xanthone (XTN)
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which is well known for its involved solvent and tem-
perature dependent photophysics as electron accep-
tor unit [17], the carbazole, phenoxazine (PXZ), 9,9-
dimethyl-9,10-dihydroacridine (DMAC) and phenoth-
iazine (PTZ) as well as their derivatives which is sub-
stituted by diphenylamine as electron donating part to
construct carbazole-XTN (a), PXZ-XTN (b), DMAC-
XTN (c¢), PTZ-XTN (d) as well as carbazole-II-XTN
(e), PXZ-II-XTN (f), DMAC-II-XTN (g), PTZ-II-XTN
(h), all studied structures are shown in FIG. 1. Thus,
we can analyze the effect of different electron donating
ability and delocalization of frontier molecular orbitals
on AFEg, 1,, ISC and RISC rates. Furthermore, we
can determine the dominant factor in realizing efficient
RISC process and provide some suggestions for design-
ing high efficient TADF emitters.

Il. COMPUTATION

The geometry optimizations and frequency calcula-
tions are performed for the ground and excited states
by using density functional theory (DFT) and time-
dependent density functional theory (TD-DFT) with
the B3LYP functional and 6-31G(d) basis set respec-
tively. No imaginary frequencies are found which can
help one to ensure the structure is stabilized. All cal-
culations are carried out by Gaussian 16 package [18].
Besides, we not only draw the distribution of HOMO
and LUMO but also analyze the overlap between them
by Multiwfn (a multifunctional wavefunction analyzer)
[19]. Moreover, based on the analysis of the excita-
tion component of S; state, the HOMO-LUMO dom-
inates the transition for all studied molecules, so the
distribution of HOMO (LUMO) can be represented by
the distribution of hole (electron). Moreover, we ana-
lyze the delocalization of hole by the following equation
Xhole=[ xp"°(r)dr, where z is component of r. The
root mean square deviation (RMSD) of hole is used
to characterize its distribution breadth. Meanwhile,
the coupling coefficients of {(S1|Hso|T1), (S1|Hso|T2) and
(S1|Hyo|T3) are calculated based on the optimized struc-
tures of Ty, To and T3 respectively, all results can be
acquired by Dalton 2013 package [20].

Finally, the intersystem crossing rate constant from
initial singlet/triplet to triplet/singlet states can be cal-
culated based on the perturbation theory as

K5 = K0+ K+ K2, (1)
Where
0 .
Ki, = B0 [ are e @)
—0o0
1 2 o iw;
KiZ=Re | 55 D HiOTis [ e 'ftpé,ku)] (3)

el .
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FIG. 1 Geometry structures of all studied molecules.

Ti¢ k(1) is the mixed spin-orbit and non-radiative cou-
plings between two electronic states for the k(I)th nor-
mal mode [21, 22],

in On|Lyr|® HSO<¢Z‘Pnk|¢n>
firw = 2 ( <Ab|ﬂn; ooty = Y I
p%‘l,k(t) = Zi_l)TI'[Pfkeiinﬁfe*iTz‘Hi] (6)

PR (t) = Z7 ' Ta[Ppre"" s pe=infl] (7)

Eq.(6) and Eq.(7) are from Ref.[23] and Ref.[24] respec-
tively.

For the first-order contribution Kf(<_)1, by applying
the thermal vibration correlation function pic(¢,T"), the
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TABLE I Dihedral angle and bond length (marked out in FIG.1) between donor and acceptor for Sg, S1 and T are listed

respectively based on optimized structures.

Geometry Dihedral angle/(°) Bond length/A
So S1 Ty So S1 Ty

Carbazole-XTN 50.2 90.1 48.9 1.414 1.453 1.410
PXZ-XTN 99.6 89.9 89.8 1.429 1.461 1.460
DMAC-XTN 88.9 90.0 89.9 1.433 1.465 1.464
PTZ-XTN 81.6 90.0 90.0 1.436 1.466 1.465
Carbazole-1I-XTN 49.4 89.6 89.6 1.412 1.450 1.449
PXZ-1I-XTN 106.4 90.5 90.4 1.426 1.458 1.457
DMAC-II-XTN 88.8 90.2 90.2 1.433 1.461 1.460
PTZ-II-XTN 82.2 90.7 90.7 1.436 1.464 1.463
simplest and the most commonly employed intersystem @ Zs0 KIst

crossing rate formalism can be written as:

Kiso = g (@1 B%040s) [ dtler' 2] prsc(t. 1)) (9
All these calculations for ISC and RISC rates are per-
formed by MOMAP (molecular materials property pre-
diction package) promoted by the Institute of Chem-
istry Chinese Academy of Sciences and Department of
Chemistry in Tsinghua University. Both the methodol-
ogy and application of this formalism can be found in
Peng et al’s and Shuai et al’s. works [25—30].

11l. RESULTS AND DISCUSSION
A. Geometry structures

According to the method discussed in computational
details, the geometry structures of Sy, S; and T for all
investigated molecules are optimized by B3LYP func-
tional. Basic molecular structures are shown in FIG. 1
and the main geometric parameters are listed in Table
I. One can see that different donor units change the di-
hedral angle and bond length (marked out in FIG. 1)
between donor and acceptor for Sg, S; and T; states.
For a more visible comparison, FIG. 2 is plotted. Com-
bining Table I and FIG. 2, the dihedral angle (0) is
almost unchanged for S; and T, states comparing all
studied molecules except for carbazole-XTN, this indi-
cates a small geometry variation when molecule changes
from S; state to Ty state. Meanwhile, the dihedral an-
gles in Sy, S; and T states are similar for DMAC-XTN
and DMAC-II-XTN, this illustrates a small change of
reorganization energy from S; to Sy and T to Sg. Be-
sides, the bond length between donor and acceptor is
slightly changed for S; and T states compared all stud-
ied molecules except for molecule Carbazole-XTN. The
bond length of all molecules in S; state is the longest
one compared with molecules in Sg and T states, this
indicates a decreased interaction between donor and ac-
ceptor unit for S; state. Moreover, comparing the bond
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FIG. 2 Dihedral angles (a) and bond length (b) between
donor and acceptor for optimized Sg, S; and T states of all
studied molecules respectively.

length of the first four molecules with their dipheny-
lamine substitutions in their Sg, S; and Ty states re-
spectively, one can see that the latter four molecular
bond lengths are reduced comparing with the former
four molecules except for the T; states of carbazole-
XTN and carbazole-II-XTN. All these results suggest
that diphenylamine substitution can decrease the bond
length between donor and acceptor unit while little ef-
fect on the dihedral angle between them.
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TABLE II Atomic charges of investigated molecules in Sg
and S; using NPA method. A is the charge difference be-
tween S1 and Sp states.

Ming-lang Wang et al.

TABLE IIT Overlap between HOMO and LUMO (S) as well
as the value of RMSD of hole (dnole) and electron (Jetectron )
with the unit of A are listed.

Geometry Natural charge Geometry S hole Jelectron
Acceptor Donor Carbazole-XTN 0.3483 2.960 3.031
Carbazole-XTN So 0.171 —0.171 PXZ-XTN 0.1699 2.590 2.888
S1 —0.486 0.486 DMAC-XTN 0.1192 2.687 2.864
A —0.657 0.657 PTZ-XTN 0.1101 2.560 2.858
PXZ-XTN So 0.197 —0.197 Carbazole-I1I-XTN 0.2332 4.763 3.106
Si —0.610 0.610 PXZ-1I-XTN 0.1971 4.390 2.955
—0.807 0.807 DMAC-II-XTN 0.0923 4.834 2.867
DMAC-XTN So 0.196 —0.196 PTZ-1I-XTN 0.0961 4.742 2.863
S1 —0.641 0.641
A —0.837 0.837 . .. .
PTZ.XTN S 0.201 —0.201 such as abso%rptlon and emission properjmes.' M(?I“GOVGL
ultrafast excited state dynamics investigation is a re-
51 —0.643 0.643 search hotspot [31, 32]. In order to get a deep under-
A —0.844 0.844 standing of photophysical behavior of all investigated
Carbazole-I1I-XTN So 0.167 —0.167 compounds, analysis of FMO at Sy state is performed.
S1 —0.580 0.580 Distributions of HOMO and LUMO as well as their en-
A —0.747 0.747 ergy levels are plotted in FIG. 3. One can see that the
PXZ-IL-XTN So 0.186 _0.186 HOMO and LUMO are localized in donor and accep-
s —0.596 0.596 tor unit respectively., and small orbit.al overlap betwe.zen
A —0.782 0.789 HOMQ and LUMO is found. According to the following
equation
DMAC-II-XTN So 0.198 —0.198
S —0.669 0.669 2
Al —0.867 0.867 AlaSrT1:2// ¢L(1)¢H(2) Tle—T'Q oL (2)(Z)H(1)d7‘1d7“2
PTZ-1I-XTN So 0.200 —0.200 (9)
S1 —0.663 0.663
A —0.863 0.863 a small AFEg, 1, can be expected. Moreover, the delo-

Moreover, the electron-donating ability affects molec-
ular photophysical properties. Atomic charges of the
So and S; states for the eight molecules are calculated
by natural population analysis (NPA) method, all data
are collected in Table II. From Table II, charges of the
donor group for the Sy and S; states are negative and
positive respectively for all studied molecules, while op-
posite results are found for the acceptor unit. In ad-
dition, the charge difference (A) between S; and Sy is
calculated, we use the value of A to measure the elec-
tron donating ability, the larger the charge difference
is, the stronger the electron-donating ability is. Thus,
we illustrate the effect of different electron-donating to
AFEg, 1, and transition properties. Moreover, compar-
ing the former four molecules and the corresponding
ones with diphenylamine added in donor unit, the effect
of delocalization of molecular orbital to photophysical
properties can be analyzed.

B. Frontier molecular orbital properties

Composition of frontier molecular orbital (FMO) is
closely related to the molecular excitation properties

DOI:10.1063/1674-0068/31 /cjcp1710191

calization of frontier orbitals should also be considered.
It is reasonable to obtain the same overlap between the
HOMO and LUMO for two different molecules such as,
one which has the electronic density of both orbitals
confined to one group of the molecule and a second for
which the density of both orbitals is delocalized over the
whole molecular scaffold. This degree of spatial con-
finement is important. Comparing molecule Carbazole-
XTN (a) with carbazole-II-XTN (e), PXZ-XTN (b)
with PXZ-II-XTN (f), DMAC-XTN (c¢) with DMAC-II-
XTN (g) and PTZ-XTN (d) with PTZ-II-XTN (h), one
can see that the energy of LUMO is almost unchanged
while the energy of HOMO is increased, which brings
a decreased HOMO-LUMO energy gap for later four
molecules. Moreover, the diphenylamine in donor part
not only adjusts the HOMO-LUMO energy level but
also increases the delocalization of HOMO. In order to
achieve quantitative comparison, the index of S, dpole
and delectron are used to characterize the HOMO-LUMO
overlap as well as the delocalization of HOMO and
LUMO respectively, all calculated data are collected
in Table III. Furthermore, we analyze the electron-
donating ability (A) due to its role in determining the
molecular orbital properties. Relationship between S
and A is shown in FIG. 4. An inversely proportional re-
lationship is graphed, namely, the stronger the electron-
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donating ability is, the smaller the HOMO-LUMO over-
lap is. Through comparing the value of oy for later
four molecules with the former four molecules, the value
of dpole is increased when diphenylamine is added in
donor unit, so the later four molecules possess larger
delocalization of HOMO. For the former four molecules,
the delectron decreases ((a)>(b)>(c)>(d)) with the do-
nating ability increases ((a)<(b)<(c)<(d)). While for
the later four molecules, similar condition is found with
the donating ability is (g)=(h)>(f)>(e) and the delectron
is (h)=(g)<(f)<(e). Thus, an effective way to decrease
AFg, 1, is illustrated that either to increase the elec-
tron donating ability or enlarge the delocalization of
HOMO can bring a small AEg, T, .

In order to determine the dominant factor in decreas-
ing the AFEg, .T,, relationship between HOMO-LUMO
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overlap, delocalization of molecular orbital and AEg, 1,
is analyzed. Values of AFEg, 1, for all studies molecules
are calculated by TD-DFT method through optimizing
excited state geometries, and the adiabatic excitation
energies of S; and Ty are corrected by zero point vibra-
tional energy (ZPVE). All data are collected in Table
IV, and we elaborate the effect of HOMO-LUMO over-
lap and delocalization of HOMO on AEg,_1,. Compar-
ing the value of S, dnole and AEg, 1, between carbazole-
XTN (a) and carbazole-II- XTN (e), DMAC-XTN (c)
and DMAC-II-XTN (g) as well as PTZ-XTN (d) and
PTZ-II-XTN (h), one know that the S is decreased,
while the §p)e is increased for molecules with dipheny-
lamine added in donor unit, and a decreased AFEgs, T,
is obtained. While for PXZ-XTN (b) and PXZ-II-
XTN (f), S and dpele are all increased, and a decreased
AFEg, .1, is also found. This means that the additional
diphenylamine in donor part can decrease AFEg, T,.
Through above-mentioned comparisons, we can come to
the conclusion that the enlarge delocalization of molec-
ular orbitals with large separation between HOMO and
LUMO can bring a small AEg, _T,.

C. Transition properties

In order to investigate the electronic transition nature
of all studied compounds, TD-DFT calculations are per-
formed based on their optimized Sg states. The verti-
cal excitation energy of S; (Eva(Si1)), T1 (Eva(T1))
and their gaps (Fyert) as well as the adiabatic excita-
tion energies of Sy (Eo-0(S1)), T1 (Eo-0(T1)) and their

(©2018 Chinese Physical Society
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TABLE IV Vertical excitation energies of S1 (Eva(S1)), T1 (Eva(T1)) and their gaps (Evers) as well as their adiabatic
excitation energies (with ZPVE correction) of S1 (Eo.0(S1)) and T1 (Eo.0(T1)) and their gaps (AEs,-T,).

Eva(S1) Eva(Th) Evert Eo.0(S1) Eo0(Th) AFEs, T,
Carbazole-XTN 3.181 2.846 0.335 2.682 2.541 0.141
PXZ-XTN 2.220 2.178 0.042 1.909 1.895 0.014
DMAC-XTN 2.466 2.456 0.010 2.228 2.213 0.015
PTZ-XTN 2.543 2.533 0.010 1.993 1.980 0.013
Carbazole-1I-XTN 2.453 2.334 0.119 1.976 1.969 0.007
PXZ-1I-XTN 1.962 1.897 0.065 1.535 1.523 0.012
DMAC-II-XTN 2.019 2.013 0.006 1.714 1.704 0.010
PTZ-1I-XTN 2.137 2.130 0.007 1.652 1.641 0.011

TABLE V Spin-orbit coupling constants (cm™!) between
S1 and T for studied molecules.

<Sl |f{ SO|T1>
Carbazole-XTN 1.750
PXZ-XTN 0.025
DMAC-XTN 0.020
PTZ-XTN 0.034
Carbazole-1I-XTN 0.009
PXZ-1I-XTN 0.013
DMAC-II-XTN 0.015
PTZ-1I-XTN 0.020

gaps (AEg,.T,) are all collected in Table IV. Results
show that the value of Eyey is inversely proportional
to electron-donating ability, the stronger the electron-
donating ability is, the smaller the E.¢ is. Moreover,
we calculate the energy landscape of single and triplet
states to determine the intersystem crossing and re-
verse intersystem crossing processes, and their transi-
tion properties are analyzed by natural transition or-
bital (NTO) method. As shown in FIG. 5, the en-
ergy of Ty is lower than S; and no extra energy levels
are found between them for studied molecules except
for carbazole-XTN. S; and T, states all possess charge
transfer (CT) properties which can facilitate the reverse
conversion from T; to Sy [33, 34]. For carbazole-XTN,
T5 and T3 are also lower than S;, thus the ISC and
RISC processes occur between S; and To as well as Sy
and Ts. Moreover, Ty and T3 possess localized exci-
tation (LE) properties, this feature can also affect the
ISC and RISC processes [35]. Corresponding data are
shown in the following section.

D. ISC and RISC rates

As we all know, ISC and RISC processes play a cru-
cial role in efficient TADF-OLEDs. Through above-
mentioned results, we know that AEg, 7, is largely de-
pendent on the frontier orbital overlap and delocaliza-
tion. The transition nature of S; and T; (T2 or Tj)

DOI:10.1063/1674-0068/31 /cjcp1710191

TABLE VI The calculated intersystem crossing rate and

reverse intersystem crossing rates for all molecules with the

unit of s71.

ISC(S1—>T1) RISC(Tl—)Sl)
Carbazole-XTN 2.519x10° 1.813x10?
PXZ-XTN 2.709x10° 3.321x10°
DMAC-XTN 1.542x10° 1.121x10°
PTZ-XTN 6.124x10° 1.261x10°
Carbazole-1I-XTN 3.048x10° 1.666x10°
PXZ-II-XTN 8.586x10° 3.941x10%
DMAC-II-XTN 1.348%10° 1.886x10°
PTZ-1I-XTN 2.150x 108 3.660x10°

also plays an important role in achieving efficient ISC
and RISC processes. In order to calculate the ISC and
RISC rate parameters, spin-orbit coupling coefficients
(Hso) between singlet and triplet states are acquired
by Dalton 2013 package, corresponding data are col-
lected in Table V. Further, the ISC and RISC rates
between S; and T; are calculated by MOMAP pack-
age, and results are summarized in Table VI. From Ta-
ble V and Table VI, one can see that Hy, of carbazole-
XTN between S; and T is the biggest one (1.75 cm™1)
among all studied molecules, but the ISC and RISC
rates are smaller than that of remainders, this is due
to its large AFEs, 1, (0.141 eV). So we investigate the
ISC and RISC processes between S; and Ty as well as
S; and Tg for carbazole-XTN, and all data are sum-
marized in Table VII. For carbazole-XTN, the spin-
orbit coupling coefficients (S1|Hgo|T2) and (S1|Hso|T3)
are larger than that of (S;|Hy|T)) with decreased adi-
abatic energy gap. However, the ISC and RISC rates
between S; and T3 are comparable with these between
S1 and T4, this is related to the LE transition nature of
T3. Gibson and Penfold found that 3LE often brings a
stable triplet state while 3CT can promote the reverse
conversion from 3CT to !CT [36]. Furthermore, we in-
vestigate the relationship between spin-orbit coupling
coefficient Hg,, AFEg, 1,, and RISC rate for studied
molecules except for the carbazole-XTN, correspond-
ing results are shown in FIG. 6. A liner relationship

(©2018 Chinese Physical Society
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FIG. 5 The energy levels and molecular orbital characters of different excited states for all studied molecules. The value
above every arrow represents the ratio in the corresponding transition.
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TABLE VII Spin-orbit coupling constants (51|I:ISO|T2) and
(S1|Heo|T3) as well as the ISC and RISC rates are listed

with the unit of s71.

(81| Heo|T2) ISC(S1—T%2) RISC(T2—S:)
5.888 1.339x10° 3.434%10°
(S1|Hyo|T3) ISC(S1—T3) RISC(T3—S1)
2.307 8.274x10° 7.296x 102
14
1l @ RISC i
s —— Liner fit of RISC
210
S
= st
2
E 6t
O
w2
o 4r
2-
oF [ )

18

1 2 3 4 5 6
(S| Ho| T /AEs, 1,

FIG. 6 Relationship between (Sl\I:ISO|T1>2/AE§1_Tl and
RISC rate.

<Sl|f{SO|T1>2

and RISC rate is found. The
AE;_T1

between

<SI|HSO|T1>2
AE%I_T1
denote ability of the RISC process. Thus, not a small
AEg, 7, or a large spin-coupling coefficient but a large
(AS1|Hyo|T1)?

2
AES 1,
process.

physical meaning of can be understood to

is the true factor to promote the RISC

IV. CONCLUSION

In this work, the electronic structures, molecular or-
bital properties, energy gaps, excitation properties and
RISC process of all eight molecules are investigated by
DFT and TDDFT methods. Through our investiga-
tions, the diphenylamine substitution in the donor unit
has little effect on the dihedral angle between donor
and acceptor unit, but can decrease the bond length be-
tween them except for the Ty state of Carbazole-XTN.
The electron donating ability, HOMO-LUMO overlap
and frontier molecular orbital delocalization are quan-
titatively calculated. Results show that the overlap be-
tween HOMO and LUMO is decreased when the elec-
tron donating ability of donor groups is increased. As
the diphenylamine groups are added in donor part, the
delocalization of HOMO is enlarged, this brings a de-
creased energy gap between S; and T, state. Moreover,
the spin-orbit coupling coefficient plays a significant
role in realizing high efficient RISC process, large value

DOI:10.1063/1674-0068/31 /cjcp1710191
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<‘51|HSO|T1>2

AE%I‘TI
from T3 to S;. All our investigated molecules possess
small AFEg, 1, and fast RISC rates, these molecules can
be regarded as promising candidates for efficient TADF
molecules. Furthermore, a wise molecular design strat-
egy that enlarges the delocalization of frontier molecu-
lar orbitals with large separation between HOMO and
LUMO, is proposed to achieve a small AEg, 1.

f can accelerate the exciton conversion

o
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